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Stability of electrolytes f o r  high temperature f u e l  
c e l l s  w i l l  be discussed. 
fused carbonates appear to be stable. 
tory model magnesium oxide - carbonate c e l l s  and interpretation 
of their characteristics w i l l  be described. Performance results 
uith regard to electrode gases and stabi l i ty  are surveyed. 

Of a l l  electrolytes investigated, only 
The development of labora- 
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